
 
 

CERTIFICATE OF ANALYSIS 
 

Product Name HPMC Tencell-EYT40000 

Implement 

Standard 
Q/0983FYT002-2011 

Batch No. 20130131017  

 

 

Item Required Specifications Test Result 

Appearance White free flowing power White free flowing power 

Hydroxypropoxy(WT%) 7.0-12.0 8.21 

Methoxy(WT%) 28.0-30.0 28.59 

Gel Temperature (℃) 58-64 60 

Ash Content (%) ≤5 4.18 

Moisture Content (%) ≤5 3.82 

PH 5.0-8.0 6.88 

Partical Size Mesh 80  100% through 

Viscosity (NDJ-1) 35000-45000 44000 

Viscosity (Brookfield) 30000 

 

Conclusion: The results meet the standard requirements of Tencell-EYT40000, this 

product is up to standard 

 

Analyzed by Ping Jiang, Jun Wang 

  

Date of Test 2013.02.24 

 


